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TEST REPORT
URL no: TC6209180000000640
No: TR/18-19/0987-Rev. Date: 01/12/2018
Issued to: M/s. Sunflex Recycling Pvt. Ltd. Date of receipt: 16/11/18
S. G. Highway Date of completion: 30/11/18
Ahmedabad Sampling by: Customer
Sample details: Rubber tile (as stated by the party)
Sample Packing: 1oose Mode of delivery: By courier

Your reference: Received by courier on 16/11/18
Test result

Sample Test Property Unit Test method Test value
Rubber tile Material identification  --- By chemical analysis SBR blend rubber

UV exposure’(150 hrs)  --- ISO: 4892 -3

ACCREDITED B. R. Bhadnis
Certificate no: TC-6209 Chief Executive
N.B.: No h'alm‘mes are accepted, whatsoever, for this test report. Valid only for the sample tested. Not for
publication. Noi for legal purpose. The tests marked with an* are not accrediied by NABL . # marked iesis are
outsourced from NABL accredited lab
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