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Auftraggeber: 
Client:               

SUNFLEX RECYCLING PVT.LTD  

274/4, Opp.Gujarat High Court, S G HIGHWAY SOLA 
AHMEDABAD, GUJARAT 380060 

Gegenstand der 
Prüfung: 
Test item: 

Rubber Flooring Tiles - 50mm 

Bezeichnung: 
Identification: - 

Serine-Nr.: 
Serial No./ Document 
Submitted:     

 Email Date: 13.11.2018 

Wareneingangs-Nr.: 
Receipt No.:  

Order No.: 

13112018 

1803367943 

Eingangsdatum: 
Date of receipt: 

Testing Period: 

13.11.2018 

22.11.2018 to  29.12.2018 

Prüfort: 
Testing location: 

TÜV Rheinland India Pvt Ltd, Plot No.27B, 2nd Cross Road,  Electronic City 
Phase I, Bangalore - 560 100, Karnataka, India 

Prüfgrundlage: 
Test specification: 

 
Customer’s requirement : Antimicrobial Test 

Prüfergebnis: 
Test Result: 

Refer pages 2 to 3 

Prüflaboratorium/ Testing Laboratory:  

zusammengestellt/ compiled by:                                   kontrolliert/ checked by: 

   

 

 

 

 

 

 

 

 
 

 

 

31.12.2018 

Ranabir Pal 
Manager - Polymer Section,  
Material Testing Laboratories,  

Industry Services 

 

31.12.2018 

Rajesh Jain B 
Technical Head, Material Testing 
Laboratories, Industry Services 

 

       
 Datum 

Date  

Name 

Name  

Unterschrift 

Signature 
 Datum 

Date 

Name 

Name 

Unterschrift 

Signature 
 

Sonstiges/ Other Aspects: Nil 

 

Abkürzungen: ok / P  =  entspricht Prüfgrundlage 
 fail / F  =  entspricht nicht Prüfgrundlage 
 n.a. / N  =  nicht anwendbar 

Abbreviations: ok / P  =  passed 
 fail / F  =  failed 
 n.a. / N  =  not applicable 

Dieser Prüfbericht bezieht sich nur auf das o.g. Prüfmuster und darf ohne Genehmigung der Prüfstelle nicht 
auszugsweise vervielfältigt werden. Dieser Bericht berechtigt nicht zur Verwendung eines Prüfzeichens. 

 

This test report relates to the a. m. test sample. Without permission of the test center this test report is not permitted to be 
duplicated in extracts. This test report does not entitle to carry any safety mark on this or similar products. 
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TEST RESULTS 

 

 
Sample Photograph as in Received Condition 

 
Test Name:  Antimicrobial Test 
 
Test Method:  ASTM G21:2015 
 
Rating for visible growth: 
 

Observed Growth on Specimen Rating 

None 0 

Traces of growth (less than 10%) 1 

Light growth (10 to 30%) 2 

Medium growth (30 to 60%) 3 

Heavy Growth (60% to complete coverage) 4 

 
Abbreviation: 
  

< Denotes less than 

++ 
Macroscopic growth (visible to eye) 

 

+ 
Denotes microscopic growth (visible only under microscope) 

 

- 
Denotes no growth 
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Observation: 
 

Parameter Unit Result 

Aspergillus nigerATCC16404 
Penicillium pinophilum Hedgcock ATCC 9644 
Chaetomium glososum ATCC 6205 
Trichoderma virens ATCC 9645 
Aureobasidium pullulans ATCC 15233 

. . 

Antifungal Activity . Yes 

Observed Growth . - 

Observed Growth on specimens Rating 0 

 

 
Photograph before test 

 

 
Photograph after test 

 
---- End of Report ---- 

 


